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Certificate of Analysis

FPEEM A FR Product Name: A 7 Ty R B MW HEPolypropylene
P2 B Grade: PPH-TO3 (T30S) PWATHRME Standard: Q/SH PRD0253-2015

S EH ] Date: 2017-08-15

e LS Batch Number:  1708135B1
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Test Results Test Methods
B B
Qualified Product

R A /kg 0 0 SH/T 1541-2006
Black Particles
kL A /kg <5 0 SH/T 1541-2006
Color Particles
AHIRI/EL g/ke <100 0.4 SH/T 1541-2006
Large and Small Particle
WA ETIER (MFR) g/10min 2.5~3.5 3.0 GB/T 3682-2000
MFR
Ky % <0. 030 0.015 GB/T 9345. 1
Ash Content
EHAREL % =96 97.6 GB/T 2412-2008
Isotactic Index
PLA BT ZRARFRLAE % =150 236 GB/T 1040. 2-2006
Nominal Tensile Strain at Break
FLHE IR /) MPa =30 32.3 GB/T 1040. 2-2006
Tensile Strength at Yield
RN MPa =16 24.5 GB/T 1040. 2-2006
Tensile Strength at Break
UTFTH
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Inspector Level Results Qualified Product
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