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Certificate of Analysis

P4 FR Product Name: “SAHPTHTEIE RN IAH JEPolypropylene
P2 B Grade: PPB-M02-G (K8003) HATHRUE Standard: Q/ZTHC. Z010-2019

ST H B Date: 2020-05-06

P2 LS Batch Number: MAGA0504A1
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Test Results Test Methods
B B
Qualified Product
R AN /ke 0 0 SH/T 1541-2006
Black Particles
B 4/ke <5 0 SH/T 1541-2006
Color Particles
RRLAVIKL ¢/ke <100 0 SH/T 1541-2006
Large and Small Particle
faJErr A /ke Eii 8= 7 SH/T 1541-2006
Tail Particle
ZRY g/ke i 0.00 SH/T 1541-2006
Flocs
SRR B BEZE g/10min 1.8~3.2 2.6 GB/T 3682-2000
MFR
FLfJEIRRL AT MPa =21.0 23.5 GB/T 1040. 2-2006
Tensile Strength at Yield
L E MPa =900 992 GB/T 9341-2008
Flexural Modulus
A SRR O R fE23°C kJ/m? =10 51 GB/T 1043. 1-2008
Charpy Notched Impact Strength 23°C
fﬁi%@%u?*ﬂ}gifg_zocc kJ/mz *&% 8 GB/T 1043. 1_2008
Charpy Notched Impact Strength -20°C
MAEAAILIRE (0. 45MPa) °C =65 70 GB/T 1634.2-2004
Temperature of Deflection under Load
W IRIERE (RAR D =75 91 GB/T 3398.2
Rockwell Hardness
NS
Blank below
HIZA W 75 % H K Er b
Inspector Level Results Qualified Product
. R r
& Ik Seal of Seal of Qualification % -
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